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TUFFLEX Polymers provides 
this schematic detail as a 

recommended guide only.  It 
does not provide a speci�c 

solution for all projects since 
conditions vary from one 

project to another. 

FLEX MESH FLASHING DETAIL

 xxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxxx

3/4”

BUILDING WALL

8” COMBINATION FLASHING: 24 GAUGE
GALVANIZED METAL

4” TO 6” (SOME SPECIFICATIONS CALL
FOR A MINIMUM OF 8” OF FLASHING
UNDER WALL SURFACE

THE xxxxx  ARE THE .22 DIAMOND (OR STUCCO) TYPE LATH. LATH SHOULD BE
FASTENED WITH 1” CROWN STAPLES, AT 4” TO CENTER AND ROWS NOT MORE THAN
10” APART. OVERLAPPING OF LATH IS NOT RECOMMENDED OR NECESSARY. THE
TUFFLEX “SAND SLURRY” MIXTURE IS THEN SPREAD INTO TIGHTLY FASTENED LATH.
SLURRY MIXTURE IS: 1 PART TUFFLEX “RBC TUFF”, 1 1/2 PART SILICA SAND (30
MESH IS BEST) AND 1 1/2 QUARTS OF COOL WATER.

2” TO 4” (THERE SHOULD BE A
MINIMUM OF 2” AFTER FINAL
APPLICATION IF USING TILES

TUFFLEX SYSTEM: 40 MILS RBC,
CHOICE OF TEXTURE, 2 TOPCOATS

3/4” CDX OR ACX PLYWOOD: SET ON STANDARD
JOIST, BLOCKED SEAMS, FASTENED WITH
2” MIN. SCREWS OR RING SHANK NAILS

2” X 2” WITH 1/4” DRIP FLASHING. FLASHING
MUST BE NAILED AT A MINIMUM OF 2.5 INCHES
BETWEEN NAILS

FLEX MESH 
FLASHING DETAIL


